Intertek

TEST REPORT

Mumber :  SHATODE59844

popiicant: | Date:  Dec 08, 2008
I

-
SHANGHAI CHINA 200135
Attn @ LIN LU YANG

Sample Description :
One (1) Submitted Sample Said To Be 100% Polyester Suede Fabric

Date Received/Date Test Started : Dec.03, 2008

[tem Mame . Suede Fabric
Goods Exported To o USAL

Prepared And Checked By:
For Intertek Testing Services Ltd. Shanghai

Lilian Ding
General Manager
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Intertek Testing Services Ltd., Shanghai
2iF., Ma 2 Building, Shanghai Comalong Ind. Park,
Mo 889 Yighan Rd., Shangha 200233, Thina
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Intertek

TEST REPORT

Number :  SHATO0860969

Applicant : I Date:  Dec 09, 2008
|

-
SHANGHAL CHINA 200135

Attn ;I

Sample Description :
One (1) Submitted Sample Said To Be Solid 100%: Polyester Coral Fleece Knitted Fabric

Date Received/Date Test Started : Dec.03, 2008

[tem Mame . Solid Coral Fleece Fabric
Buyer’s Name 1 Sleeping Partners
Goods Exported To : ULSA

Prepared And Checked By:
For Intertek Testing Services Lbd. Shanghai

Lilian Ding
General Manager
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